ADC 12压铸铝合金成份及机械力学性能
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ALEE (LT JIs) N N/ % N (5 x 10° Y ERE )

1 N/ma

GBA(ADCS) 308.7 91,1 5 1% 138.18
S12A(ADG) 289.1 131.32 3.5 m.s 131.32
SGI00A(ADC3) 318.5 166.6 35 | 176.4 124.46
SCB4B(ADC10) 385 | 1876 2.5 BLL | 188

|
SCI14A(ADCI12) 328.3 6.6 | 25 19 138.18
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